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Pattern Grade
Application 

Guidelines
Deletions Contents Finish Backing

Are Flame 

Retardants Added
TB133 Status

Ultraleather® | Fusion J None

01.20: 3699

05.19:  2539, 3590, 8226

02.19:  1310, 3849, 3872, 4470

100% Polycarbonate 

Polyurethane None 82% Rayon, 18% Polyester No TB133 Burn Test Required

Ultraleather® | Fusion Shimmer J None 05.19:  4480, 4483

100% Polycarbonate 

Polyurethane None 82% Rayon, 18% Polyester No TB133 Burn Test Required

Ultraleather® | Pearlized (Essence) E None

01.21: 4498, 5979, 6541

01.20: 3173                                                                           

100% Polycarbonate 

Polyurethane None 100% Reinforced Rayon No

**Approved on many TB133 seating models; 

restricted on lounge models

Ultraleather® | Pony J None

100% Polycarbonate 

Polyurethane None 65% Polyester, 35% Rayon No TB133 Burn Test Required

Ultraleather® | Pro F None

06.21:  3353

01.20: 4453, 4478, 5216, 5241, 9395

100% Polycarbonate 

Polyurethane None 100% Reinforced Rayon No

**Approved on many TB133 seating models; 

restricted on lounge models

Ultraleather® | Promessa® I None

06.21:  3462

01.20: 1398, 3139, 3140, 3143, 3224, 

4514, 4516, 5848                                                

100% Polycarbonate 

Polyurethane None 65% Polyester, 35% Rayon No

**Approved on many TB133 seating models; 

restricted on lounge models

Ultraleather® | Promessa® Outdoor J None

100% Polycarbonate 

Polyurethane None 65% Polyester, 35% Rayon No

**Approved on many TB133 seating models; 

restricted on lounge models

Ultraleather® | Reef Pro G None

100% Polycarbonate 

Polyurethane Ink Resist

Polyester 65%, Rayon 35% 

(Twill Weave) No TB133 Burn Test Required

Ultraleather® |Tottori F None

100% Polycarbonate 

Polyurethane None 65% Polyester/35% Rayon No TB133 Burn Test Required

Ultratech™ | Cove G None

100% Polycarbonate 

Polyurethane

65% Polyester, 

35% Rayon 65% Polyester, 35% Rayon No TB133 Burn Test Required

Ultratech™ | Dwell F None

01.20: 2524, 3217, 4430

05.19:  6586

100% Polycarbonate 

Polyurethane None 100% Reinforced Rayon No TB133 Burn Test Required

Ultratech™ | Eco Tech F None 01.20: 1369, 2519, 8202

100% Polycarbonate 

Polyurethane None

82% Rayon, 18% Polyester 

Backing No TB133 Burn Test Required

Ultratech™ | Helix G None 01.21: 4391, 9382

100% Polycarbonate 

Polyurethane

65% Polyester, 

35% Rayon 65% Polyester, 35% Rayon No TB133 Burn Test Required

Ultratech™ | Wired G None

100% Polycarbonate 

Polyurethane

65% Polyester, 

35% Rayon 65% Polyester, 35% Rayon No TB133 Burn Test Required

UF2® | Strada B None

01.20: 13332, 33662, 34252

03.18: 43442, 36322, 50212, 33832, 

93762, 73082

100% Polycarbonate 

Polyurethane None

55% Viscose Rayon, 45% 

Polyester No TB133 Burn Test Required

**Reference last page of this document for approved models Patterns, pricing and availability are subject to change 2








